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ON THE GRAM -ATOMIC VOLUMES OF METAL -METALLOID

GLASS FORMING ALLOYS

D. Tur nbull

A large number of alloy glasses are composed by combining late

trans ition elements (A) with certain metalloids (B), such as Si , P , C ,

Ge , B, in ratios rang ing roughly from A~ B ‘to A’~B. This range usually

includes a composition , near A’~B/ at which the system exhibits an extra-

ordinarily deep eutectic.~~~~~ The actual glass temperatures, T~ ’, vary

only slowly with composition around this eutectic~~~~thus , the reduced glass

temperature, 
- 

T~~ = T~~/T~~, where Tj is the liquidus temperature , w ill

be at or near maximum at the eutectic. The existing thermal measurements

indicate that substa ntial heat is evolved when the alloys form from the pur e

metallic liquid state s of A and B and that considerable short range

compositional order develops as the alloy melts are cooled to T~~. 
~~~~~~~~ 

-

The existing density measurements indicate that the volume changes

accompanying the crystallization of alloy glasses are quite small. In

pa rticular , Chen et al. ~
‘ 

found changes of only’ —. - 0. 4 to -0 . 5% in the

. 8
crystallization of melt quenched Pd-Ni-P glasses and Cargill had reported

volume decreases of 0. 6 to 1. 4% attend ing the crystallization, to Ni 3P+Ni ,

of electrodeposited amorphous Ni-P alloys . Cargill ’s results also indicated2

that, within the ± 1 % experimental scatter , the partial atomic volume of

phosphorus in the amorphous alloys, was constant at a value remarkably

close , within 2%, to that of Ni over the entire composition range

- -------- — —- -~~~
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investigated- - N 188P 12 to Ni 74P26. A similar correspondence holds

for crystalline Ni 3P.

This paper reports calculations of the partial atomic volumes of the

B elements from dens ity data on A-B metal-metalloid alloys and on the

applicability to these results of the correspondence relation indicated for

the Ni-P alloys.

A nalysis

Gram atomic volumes, V , of metal-metalloid glasses at 300°K

were calculated from the density data known to me and the specified alloy

compositions. V values of the A rich crystalline A-B phases , A4B,

A 3B , or A 2B , were calculated from the X-ray diffraction data tabulated

by Pearson , excepting where otherwise noted . Errors in specifications

of the compositions probabl y contribute uncertainties of at least 1 to 2%

to the computed atomic volumes.

The concentration dependence of V for most of the amorphous system s

cannot be evaluated precisely’ because of the narrowness of the composition

ranges investigated. In our analysis it is assumed that this dependence is

of the fo rm indicated by CargilVs measurements8 for Ni-P alloys, that is:

V = X~~V~ + (l
~ XA

)VB . (1)

values of the pure amorphous A states at 300°K are generally not

ava ilable. In our analysis VA is set equal to V , the gram atomic volume

(or its arithmetic mean if there are two or more A components ) of the A

element in its 300°K close-packed crystalline state . This assumption

should introduce little error in view of the small volume decreases which
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attend crystallization. Thus, we obtain:

V-x V°A A  (2)
l
~~
X
A

-~ 

— 

The results of these calculations are summarized in Table 1. We note

for  the amorphous combinations of A with either P or Si that V ~ V~,

• to ± 2%, with the corollary that ~ V~, to ± 10%. This correspondence

would not be especially noteworthy if the V~ range between the different

alloys were small, as indeed it is in the A-Si alloys investigated, where

goes from 8. 6 to 8. 9 while V~~. ranges between 8. 2 and 8. 9 crn 3/gm atom.

However , in the A-P alloys V varies much more widely, from 6. 6 to 8. 9,

as VB ranges between 6. 4 and 9. 5. This latter result suggests a volume

scal ing relation, presumably within certain limits , of VB to V .

We see that this sam e scaling relation seems to extend , with similar

varia nces , to the crystalline sUicides and phosphides , in which V~ ranges

quite widely. For the entire body of results on the phosphides and sUicides ,

whether in amorphous or crystalline form , the ratios of the maximum to the

minimum values of the different parameters are as follows :

Alloy Maximum/Minimum

VA 
IJ

A ’V VB ~
IB ’VA

Phosphides 1. 35 1. 04 1. 48 1.21

Su icides 1. 57 1. 04 1. 69 1. 18 

~~~~~~~~~~~~~~~~~~ ~~~~~~~~~~~~~~~~~~~~
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TABLE 1. Gram atomic volumes (V) in cm 3/gm. atom of va r ious
metal-metalloid alloys in their amorp hous solid or
crystallizç d states . tr~ compiling this table , the reviews

P of Cargill~
0 and Davis ’2_were us ed extens ively. The

gram atomic volumes , VX, of the pure metals were
taken from Gsch~ eider ’s compilation’8 excepting,
following Cargill~

0 , we have pre,~erred Hume-Rothery ’s 19
suggested value ~~~~ = 8. 77 cm ”/gm . atom for manganese.
Al was treated as a B  element.

Alloy V V
A 

V~/V VB VB/VA Ref.

Amorphous Silicides

Pd4Si 8.87 8.88 1.00 8.83 0.99 11

Pd824Si1 7 6  8.18 8.88 1.01 8.31 0.94 4

Pd784Cu6 1Si155 8.71 8.75 1.005 8.49 0.97 4

Pd75 6Cu5 9Si185 8.67 8.7~ 1.01 8.33 0.95 4

Pd738Cu57 Si205 8.64 8.75 1.01 8.20 0.94 4

Pd
708

Cu14Si152 8.57 8.59 1.00 8.46 0.985 4

Pd758Cu8Si162 8.67 8.71 l.00~ 8.46 0.97 4

Pd795N1
4
S1165 8.74 8.765 1.00 8.62 0.98 12

V 1=9.6

Crystalline Su icides

Au
4
SI(Y) (cubic y) 10.26 10.22 1.00 10.42 1.02 13

Pd
3
Si (orthorhombic) 8.59 8.88 1.03 7,7 0.87 9

Pt
3
Si (monoclinic) 8.75 9.09 1.035 7.73 0.85 9

Ni76Si24 
(cubic) 6.49 6.59 1.015 6.17 0.94 9

Ni2Si 
(orthorhoinbic) 6.60 6.59 1.00 6.63 1.005 9

Co2Si 
(orthorhoinbic) 6.565 6.69 1.02 6.32 0.945 9

V;~~9.6 

.~ . -- - 
• -
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Alloy V V~ V~/V V~ V
B/VA Ref.

Amorphous Phosphides

Ni81 4P186 6.70
, 

6.59 0.98 7.18 1.09 8

Ni73 8P2 6 2  6.66 6.59 0.99 6.86 1.04 8

N156Pd24P20 7.14 7.28 1.02 6.6 0.91 7

NI40Pd40P20 7.63 7.735 1.01 7.20 0.93 7

N116Pd64P20 8.32 8.42 1.01 7.92 0.94 7

~o81P19 6.74 6.69 0.99 6.94 1.04 14

C07 6 4 P2 3 6  6.63 6.69 1.01 6.44 0.96 14

N115Pt60P25 8.52 8.59 1.01 8.32 0.97 7

Pd58 8Mn25 2P16 8.9~ 8.85 0.99 - 9.50 1.07 15

~24P2O 8.81 8.85 1.00 8.95 1.01 15

‘~
,
~23.lP23 8.78 8.85 1.01 8.54 0.96~ 15

Mn P 8.66 8.8~ 1.02 8.12 0.92 151.9 22.1 26
Pd65 5Mn11 5P23 8.75 8.86 1.01 8.39 0.95 15

Pd57 8Mn19 2P23 8.,78 8.85 1.01 8.54 0.96 15

Pd47 7Mn29 3P23 8.80 8.84 1.005 8.65 0.98 15

v;=7.1.

Crystalline Phosphides

N1
3P (tetragonal) 6.63 6.59 0.995 6.76 1.03 9

Pe3P tetragonal 6.96~ 7.09 1.02 6.58 0.93 9

Pd3P (orthorhombic) 8.66 8.88 1.02 8.00 0.90 9

CO2P (orthorhombic) 6.59 6.69 
, 

1.00 6.39 0.96 9

V~=7.1
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Alloy V VA ‘
~A’~ 

VB VB/V A Ref.

Other Amorphous Phases

Au 7 7 8 Ge137 Si8 5  10.95 l0.87~~~ 2o c) 0.99 11.23 1.04(402° C) 16 . 
-

(liquid at 402°C)

Fe75P15C10 
6.87 7.09 1.03 6.48 0.91 12

Fe80P13C7 
7.08 7.09 1.00 7.1 1.00 17

Ni 75P16B6A13 6.57 6.59 1.00 6.53 0.99 - 12

N149Fe29P14B6Si2 6.73 6.78 1.01 6.78 0.97 12

N139Fe38P14B6A13 6.56 6.84 1.04 5.66 0.83 12

Ni36Fe32Cr14P12B6 6.79 6.92 1.02 6.24 0.90 12

Fe
73

p
16B6A13 6.80 7.09 1.04 5.97 0.84 12

Fe80B20 
6.32 7.09 1.12 3.6 0.51 12

Crystalline Germanides

Co1 76Ge 6.75 6.69 0.99 6. 87 1.03 9

Fe1 67Ge 7.07 5 7.09 1.00 7.05 O.99~ 9

NI
3
Ge 6.84 6.59 0.96 7.60 1.15 9

Pd 2Ce 8.75 8.88 1.015 
8.49 0.96 9

Pt 2Ge 9.14 9.09 0.99 9.24 1.02 9

V~=12.0 

-,--~- —-——---—------— - - - - ____._
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The dependence of V and VB On V~ in these alloys is displayed

graphically in Figures 1 and 2.

The tendency of 
~
1B to scale with V~ persists in certain A-B

alloys containing two or more B elements , e.g. , molten Au 77 8Ge 13 7Si8 ~
at 402 °C, amorphous Fe25P 15C 10 and Fe80P 13C7, and most of the

Allied Chemical Metglasses . That the scaling has its limits is shown by

the results that the computed gram atomic volume of boron in Fe4B is

only (1 /2 )V e i and that VB/VA
° is well below 0. 9 in som e of the other

Metglasses conta ining substantial boron. Also , while the scaling holds for

the crystalline A-germanides, there are rather large excesses of YB
over V~~ for certain crystalline A— arsenides .

Certain alloys of late with early trans ition metals , e.g . ,  Cu-Zr ,

constitute another importa nt group of metallic glasses. 20 Dens ity data on

Cu-Zr  alloys provide no suggestion of VZr vs. V scaling. Actually,

the calculated \J’~ of these glasses , 2 1 as well as of crystalline CuZ r2,

are simply, within the experimental uncertainty, the averages of the g ram

atomic volumes of the pure crystall ine constituents, V~~~ = 7. 1 and

= 14. 04 cm 3 /gm atom .

Interpretation of Results

The X -ray  diffraction data on metal-metalloid glasses are generally

consistent with a model in whic h the A atoms are in a somewhat relaxed

Bernal dense random packed (DRP) arrangement. 10 Polk22 suggested

that the B atoms in these glasses may be sited, with som e distortions,

in the larger holes formed by the A-DRP structure since they would then

be in positions quite similar in environment to those in which they occur

1

’ 

-- - -—— - -_——. -—-- - -
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FIGURE la . Gram-atomic volumes , V (cm 3/gm . atom),  of metal-
s u i c ides vs. the gram atomic volumes , VX , of the pure metal crystals
at 300°K . 0 and L~ denote results on , respectively, glass and
crystall ine alloys . The points a re  enclosed in an area indicating the
est imated , * 2%, max im um experimental uncer ta in ty  range. The das’hed
line represents  the V V~ , re lat ion.
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FIGURE lb. VB vs . V~ for  the metal sil k ides . Enclosed area ind icates
estimated, ± 10%, maximum experimental uncertainty ra nge. Dashed line
represents V B = V~~. Symbols are  as in Part a. — 
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FIGURE Za. V vs. V~ f o r  metal phosp hides. Designat ions  a re  as
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in certain of the A 3
B crystal structures. Such sit ing would require AB

spacings well below the minimum for AA . Actually, the diffract ion data

indicate that the structure of amorphous Ni-P alloys is consistent with

a two size , radius ratio rp / r N . of 0. 8, hard sphere packing model

in which the small spheres are not perm itted to be near neig hbors of each

23 — —

other. In suc h a model the roug h correspondence of VP wtth VNj ,

required by the volumetric measurements, would be achieved by a lower

coordination number of P relative to that of Ni .

It is reasonable to suppose , though it is not proven , that the metal-

metalloid glasses with any g iven A / B  ratio greater than 2 / 1  are struc-

turally similar to one another. Then the scaling of VB 
-wit h V~ noted

for Si and P alloys would indicate that the topology and scale of the

configurations in which the metalloids occur are determined, within wide

limits, by some cha racteristic spacirig in the pure metal host s t ructure .

If we view the A-B  struc ture as composed by packing A spheres with

smaller B spheres , the n the volume of the B spheres would not be fixed

but would expand or contract as necessary to fit  the spaces presented by

the d i f fe rent  A hosts. To account for the phosphid e and sUicide results

on this basis , the radii of the B spheres would have to be adjustable by

amounts of 15 to 20%. Such scaling of VB with V~ is consis tent  with

Polk’s model22 for the metal-metalloid amorphous structure and also with

the author ’s suggestion2 tha t the energy of AB type alloys at constant

electron dens ity is relatively insensitive to the near ne ig hbor spacing s of

AD pairs.

It seems that some criterion for the breakdown of the scaling

relation , evident from the results on the borides and arsenides, might 

- .-- -~~~~~~ ~~ - .~~~~~~~--•~~~~-— ~~~~~~~~~ - -~~~~~-
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be framed in terms of the gram-atomic volume, V~~, of the metalloid in

its pure metallic state. However , the present results are not adequate

for establishing such a criterion. Table 1 lists values of VB
° at 300°K

estimated for Si and Ge by extrapolation, using a thermal expansion

coefficient of 1O”4/°C, of the specific volumes of their molten states,

which are metallic. Also listed is the metallic volume of phosphorus

computed from the Goldschmidt radius for this elem ent recommended

by Hansen. 
24 

~~~ and V . fall within, wh ile V,,~ is somewhat above,

the rang e of V of the late transition metal glass formers.  Presumably,

V° is far below and V’° is well above this range .Boron As

We have noted that the diffraction and therm-al data indicate a hig h

degree of compositional short range order (C-SRO) in metal-metalloid

glasses. The temperature dependence of the heat capacity of these alloys

suggests that much of the C-SRO develops as the melts are cooled from

relatively high temperature to Tg~ 
It seems reasonable to suppose that

the changing degree of C-SRO with T would contribute substantially to

the thermal expansion coeffic ient , 0 , of the molten alloy. The measure-

ments of Chen ai. indicate that the 0 ‘s of Pd-Ni-P alloys increase

by factors of at least 1. 7 to 2. 5 in the glass -‘ melt transition. Whether

the 0 levels reached b y the alloy melts are significantly higher tha n those

of the pure molten metals is unclear s ince measurements of the latter ,

especially into the undercooled range , are sparse. The thermal contrac-

tion of the alloys to Tg is evidently sufficient to reduc e the volume changes

upon crystallization to levels of order -~~ 1/ 10 of those which accompany

the crystallization of pure metal melts at Tm~ 
The free volum e model

relates the increased atom transport resistance with decreasing T to

~

-- --

~

-- - --

~
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thermal contraction and it was the basis for Ramachandrarao et al. ~~25

recent interpretation for the viscosity behavior of molten glass forming

alloys.

Acknowledgement: This research was supported in part by a grant from

the Office of Naval Research , Contract No . N000 14-77-C-0002. 

—- - _4~~~_,_.___ - - --~~~~~~~~~~--—-——- —‘--- ---.~ —j— .‘- .-- —-- -— -. -



r _ _ _ _ _ _  ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~

— 15-

- References

1. P. Duwez, Ann. Rev. Mats. Sci. 6, 83 (1976).

2. D. Turnbull, J. Physique (Paris) Colloque-4 35, 1(1974).

3. M. Marcus and D. Turnbull, Mats . Sri. Eng. 23 , 211 (1976) .

4. H.s. ‘he n and B.K. Park, Acta Met. 21 , 395 (1973).

5. H.~~. - en and D. Turnbull , 3. Appl. Phys. 38, 3646 (1967).

6. H.S. Chen and D. Turnbull, J. Chem. Phys. 48, 2560 (1968).

7. H. S. Chen , J . T. Krause and E . A. Sigety, 3. Non-C ryst. Solids
13 , 321 (1973/ 1974).

8. G.S. Carg ill , III , J. Appl. Phya. 41 , 12 (1970).

9. W. B. Pearson, Handbook of Lattice Spacing s and Structures of
Metals and Alloys 2 , Pergamon Press , Oxford , 1967.

10. G. S. Cargill , III, Solid State Ph ys ics 30 , Academic Press , N . Y .
(1975), pp. 227-320.

11. R. C. Crewdson, Ph.D. thesis , California Institute of Technology,
Pasadena, Calif., 1966 .

12. L.A . Davis , in Rapidly Quenched Metals (ed. by B . C. Giessen
and N.J. Grant), M .I.T. Press, Cambridge, Mas s. (1976),
pp. 369-391.

13. P. Predecki, B. C. Giessen and N. J. Grant, Trans. Met. Soc.
A . L M . E .  , 1438 (1965).

14. G.S. Cargill, llI and R .W . Cochrane, J . Physique (Pa r is ) 35 ,
C4-269, 1974 .

15. N. I. Marzwell , Ph. D. thesis , California Institute of Technology,
Pasadena, Calif., 1973.

16. D. E. Polk, Ph.D. thesis , Harvard U n i v e r s i t y ,  Cambridge , Mass. , ,
1971.

17. S.C . Lin and P. Duwez , Phys . Status Solidi 34 , 469 (1969) .

18. K .A . Gschne ider , Solid State Physics 16 , 320 , Academic Press ,
N .Y . (1964) .



- 16-

19. W. Hurne-Rothery,  The Structure of Metals and Alloys, Institute
of Metals , London , 1947 , p. 53.

20. B .C. Giessen and C.N. J. Wagner , Physics and Chemistry of Liquid
M etals (ed. S. Z . Beer) ,  Dekker , 1972 , pp. 633-69 5.

2 1. L .A . Davis , C . -P. Chou , L. E . Tanner and R . Ray, Scripta Met. 10 ,
937 (1976).

22. D. E. Polk, Scripta Met. 4, 117 (1970); Acta Met. 20, 485 (1972).

23. 3. F. Sadoc, J. Dj xmj er and A . Guinier , J . Non-Crys t. Solids 12 ,
46 (1973); J. Dixmier , J. Physique (Paris ) 35 , C4-1l (1974) .

24 . M . Hansen , Constitution of B inary Alloys, 2nd Ed. , McGraw-Hill,
N .Y . (1958) .

25 . P. Ramachandrao, B. Cantor and R .W . Cahn , Free Volume Theories
of the Glass Transit ion and the Special Case of M etallic Glasses, to be
published.



pr~~~ ~~~~~~~~~~~~~~~~~~~~~~~~

s..,,.. O0OaOtS*ttc~~~•~ 
COIRO03S4IOO 0...rnl Or 10 ,,d C H..doo

C .0 StoOl.. D.p~ ’ f l t  .1 160 A r,or y 10.00.10. t&.0000’O

F 
*1.~~.d.1. . 01.51600 2201* II!) 

~~~~O4:1Id~~~~~~~~~~
0.O09I

~ 
19133 ~0 A o

0141. . .0 34.1*1 Oh ~~~ 0005A 1320 C0100.bo. , 01.10 4120!

00 00. N00, 0l10o~ .0 S~ 1.oO10.1 o h  Pro o C E .  3001.00

At..: C.d. 47! D. 000.0* ot tO .  *1, £01100 0)00 53030 U, ly

Cod. LOS W V.001.000, D.C 2 0 3 3 3  D.pt .0 V.14104 E.4l.0~ r’.5

Cod. *70 *00 - Solid Slat . 010 (SRPS I 190 W..t 900 *00.00
- - C,1000b.. . 01.0 43 21 0

10.010~ 0~ 4 0 o 6  r~~~~~~ :::: ?F~~~
’ ~~~~~~~~~ ~

Br..ch 031l0. s,uaIo i 450 0... . Polyl.000lO l,.0,..t0

495 0000.1 Str ..0 DaytO’ . Ohio *543 3 D~ pI. of 10 .1. E..l,..rIW

So.t., , Mo.nOk*00 0 002 00 
T OO) , 5.0 Yo r k 1 0 1 0 1

A i r £0.0. 1000,1.1. lob ILk)
Dl,.flo t W f l~ hS -P.tttTt00 018 0.. C S .  Koflooltb

01310. .11.00.1 .oh 00~t,, Oh io 45433 TRW , lao .

Br..oh 01000. 
23 95 9  E,,I,d *0.003

S0 h500Ltb Cl001St rt ’ t NASA H..dq00 000 .4 Ct...1,. ~ d. 041,0 4411 7

ChIo.Io , ILl!..! . 60605 V.44.1053*0. D. C. 00546

~~ Io.. .0 ~~~~~ 

Alto: Co d. 00010 4106.04. t.c6. .toi. 1 41.0.11.11!

S., Fr. ooi ’OO A r ts  000Ir. 30*5* 
CoOl.5. .0 E0410.3fl04

360 t4.,fl~ Str ~ .3 80.10 ‘t7 1.,*I. rco C.o so r Hot kO.o. 10,06,3.0 499 3 0

So. F,000l.Oo. CnfiOOrOL . 94002 00000 Orookp 006 Road
CI.onf °od . 00.0 44 105 Pool 

0.001 R....rob 1...bO0.0011y A...: 1.150.113 
Dr...! U,tnr ~ ItY

Wnhlo ttO30 D. C 20390 0.00 , 00 103300100010.1 Er lt ~o010S

Attn Cod. 6000 0.110001 0,011.0 oO St.,d.rd. Phd*dr10400. P.... 310.,I0 9 4 04

Cod. 6100 
W..hioItO,, t IC . 00034 

~ , , u.~ 
a,

Cod. 0300 As,: uot.oiorg y tooi.i0. PoLyo ~ ofloLo 10.011,4. 041.0* York

10011.0101044~
111014 0101.1.0. 334 ~~~~~~~~~ 

~~~~ 3)2 0 0

A.o, Mr. P. S. WIlILOOS. C . 20545 Pr,t...o r K . M...b,0001

14.101 AIr D.nlop.o•ol C..0.r NA
~ 

10.4.1. ..d H Sr.oo l’ H font. It.t :t ’d~ 01 T.cI000005V
DOp.,00lOt of 000.0 O04oOlflOS

W.ol *slfl t •r , P.0.03000.). 409 74 05g.,.. M.i.t. s.d C.r.m lc . Cnobridg~ . H 0,0.100 01)59

1.OoroaliOO C.,ttr
14.1*1*1? Po.po4.LoO •0t CCO,0r 5,30.30. 10.1001101 10.310*1 Dr . C . H. M.l.r

Tr.o.tOO. Na 3 01628 505 RIO; *0.000 UO,c.r .,00 01 P100.60000

Alt., L,b r.0Y C010mb*S . 04110 * 3 2 0 4  lOopt . oh M.t.1l*,S,001 0*4 10.1.01013

ll ....rck L.800.t,117 
~~~ .,o. ~ b050l. 1 9213

*300: rolt D,rI.I00 P. O. Boo JO Pool ...,? S W .  Morn.. 30 ,

Slot. Co ll.I0 , P.,o. y0000’S 16001 UtIo .r.I3y of C.1,f01001

300.0! C r.otl,, SOtnUi,, CoIl01. .1 E,. i:0040Io S

CivIl E.Sl.. .rl ’.s L.b.r.,orv 011.0301 App)1.4 Pfly .lo . L.b. S.rk.1.y. C.lItoni. 9*720

Port 140000.1.. CodI lorM. 93043 U.Io.r.ItY of W0.hIoi1 00
A3t~ M.t.,I.l . 01.0.100 1010 Noot hofl t F,r3loth 5,0.00 Pord...or K. Coo

Soot Ol. , W000 iootOfl 941 0 5 0510.0.40 oh C.111011010

No.01 gl.otro.lo. Lah...l ,ry Coot . , H DoportflOM

So~ 04000 . C.llloroI. 92152 10.041. ond C.r.~~ :C. 0:01.100 to. A~~ obtt. 0.140,01. 90024

Alt,: 01.03,0.10 Mot.rI.1. $oi. ,o. . 0,0 . O.k Rid;. 14.110001 Laboratory
p. O 00.4 Prol...0r W . F 5.0.4.

14.0.1 Mi..00 C.Ot~ r O.k 0145. . Too., 37130 0,o.n. lsor Polyt .o000,o 1,03,000

3d.t.rIal• Cot. .Llt001 
Scho ol.) Eo IO..rlOS

C Oda 33 12—1 0,o~ 
Also,,. Sc i.,tlOc Lo b . T ray . 140* York lO l l)

Polot M*I,. C.IIlO ,,I. 93040 P. O. 80. 660
to. *1010,. . N... M.oioO 07544 Dr. C. 56.0

C..tom..dlOS OlfLot r *10,: R.p,rt LibflrI. O Roo64,.ll lo lrr.0t I0001 Cor p.

Nsn1Ord ~a’C3 LtbO..Oory 
P. O. 80. 1055

WhIt. 000 hog..o. N.,ooOi L.bor.00110 1009 C.mLoo 00. RIO.

01311.0 S~ 0I~4, M000lO3d 2094 0 3,t.t.lIo rgy Diol .,00 T000..Od O.k.. Coloh.ooIs 94 060

Alto: LIbrsOY P . O. 0.. 229
0.10000. 110100,. 60*39 Prol e..Or 0. 0. S6.rby

0.101 ShIp 0 . .04 0. C.ot.r 
Sanford 0010.10,33

Mot.,lO1. Dop.fl ’.” Rrookh.000 14.310,01 L.bv r.t ory 10,0.0..). 500100.. 00$.

*oa.poOL .. Hor yIOM 00*02 T,ch10Ctl t olo r0050lOfi 0,01.100 Sanford, C.1Ilor01~ 9*300

03000. Long 1.10,4

N.Y.! U.d.r.n C~~S.. 300* York 1197 3 ProL ...Or 3 . 50300

S., 040(0. C.lLfOrtIO 92132 *3.0: R..o.roh t .Ib r.rY SO.r,hOrd 0,1000.03

Attn 01610,7 
U.t.r l010 Soi .0000 D.p.,503r0

Ioibrorr St0010rd , C.11OOr,~~ 90300

Nan! U.dor o’o tor 57.0.10 C.ota r 0,114105 SO. 00000 134

N.W pOfl . nod. 1.10.4 02040 000r..o. 0.4100100 00000.f 0rY Dr 10 A . Sp100.I

At..: Library Sork .I.y , Cald oro :. 13,5. 5t.ol Cor por.4100
R,.o.rch L.6000t OrY

Moo0! W00 1to0. C.fl. r Prof ...., 0.5 An..ll Mo ,ro.OUIO , PooO.y IflnlO 45 146

CM.. 0.0., C.0ll,rOI. 93555 P..o. .1.,O Pob3t,000IO 1..01t030

An,- Llbrory 00$. o h M.tolI ,rgIo.L EogIo~~ 01t0 Dr. L. A .  SarkO . 3, .
Tray .  NOW Yo10 12151 030rgIR 0044,0010 00 1.06.0000

Non! Poflgr.4l* t0 8,6.01 Sc hoo l 03000101001 En..o..rIOS

U00100ty, C41100100 93940 Prof... ., 31. 0 . SIrObO00S A,0.oS. G.or ;i. 30332

An: M.t.oLd. Oct.00.. 0095. U,lv.r.lty 00 1101011.
Dop.rtntoot ol 60.301000W Proo...or 14.5 . 5101031

Non. Al, Sy.5.0o~ Co,n .,.Od Urb.o., IlIlool. 01001 0.o...L..r fOoIyt rCholO 10.013030

W.4bI~s30’. k. C . 20310 Sohool oh 005.0,00105

Alt.: Cod. 5203 1 Or , E M .  Or.i000 - 
loo p. Now York 1 0101

CoAl 50090 
Uo.OOd M.rrOft Corp000tIOO

Cod. 320 
0,0.4 Ai rcr. lt h Lob. Dr. E R . ¶6,003,0.

00.0 thrOb ,4, Co,rSCt’000 0630 0 uoi*.d A l t o  r.ft 6 L.b.

N 5 0  S C 
400 10010 Olr..I

20362 
it.., 11.0010.4. Coo..otlo *O YOl l t

SctnOl 00 0o 100.rl.4 Pro1o0 ~ OO 00014 T,~~hol0

Pltt.blLrIb, P. ,.. ylofllS 15213 StorY.?4 Uolv.r .lOY

Non! P.011110.. 0101.10001 E051l,03rIog .,d App liod

EMl00~ rl~ 0 C.00000M Prot ...or 3 , 0. Cob.’ Pfly.l0 .
00 3 34  C.,o,brldlo . 10 h,sott• 0 0 4 3 9

I otIllo Adrl .o ’ 
0000.500, 1111.01. 60201 0,. 7. 91 . 91.05

S 
Ol.o.lOrdr*000 05 00530r3

Gomt... d.~~ 
of 3100 100,1.0 orp. ProO...or H. Cob.. P63.40. Lob000tory

Wa.510400’. D. C 20350 H 61.1.000 10.5,0r11. 031,0100105! 100110 0.6
A00 Cod. AX 0.p.roo... t 0010.301411010 040.0 Sprl~~~. 10.130004 00930

C.r.hold ~t . 00 503,33. 02 039

~ ,~~ l5hl p t~(ll0.nbh 50b t00  ~~ . 3 . 0. ~~~~~~~~

~~~~~~~ Z0’JIO ~~ :
1
~~~~~~

10tl0001

*00: fl030r. M.,.,ld 3 $01000.. 0.95.50.00 04 Ch.ml.t rY P . O. So. loss

*1*17 R....r fl 013)0. ~~~~ M s’””’ 02l~~ TI000flOd O.ks , C.llho rolO 9 1360

D,,tto N0rISCO.” Il.0 27706 1~0 0 1 . tt~~~ 
p,04...or 31. 0. 1. Wl3 . dorl

Attn 100*00*057.03 Cor 00tl0 ~ 400 . oo”of~~~L101~ Sol.00.

100.00.40. 
cIt. rlot t03oIU~ . 700(1010 20901

WatOttt.00. U 0...tt~ 041 70 p or 6 
Dr H A Wrl$hlt

As..: B... ProIo,.ors. 04040. 1A1091108 P1 C.rrt II.-M.llo0 U01rrr.ltY ~~~~~ 1n.~~t4t0
Soh ool.p Por t  0.95. of U.t.lbsrt l001 E.5Itt.trI3W

P0506.0056 , P.000Y l000l0 152 13  Tu310h,005,. T.rtl1.~~ o 53505 

~~

- ,— -

~

-

~

—-, — , .- . -


